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Moisture Vapor Emission Rates From Concretes
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concrete age, days

Data from H. W. Brewer, "Moisture Migration-Concrete Slab-on-Ground Construction®
Jnl PCA R&D Labs, vol 7, no 2,1965. (4" slabs, dried one side at 73F/50%RH,
moisture vapor other side)



